LAYER COEFFICIENTS FOR PAVEMENT DESIGN

HMA/WMA = 0.44 per inch
LFA OR SOIL CEMENT GRANULAR BASE COURSE = 0.20 per inch
CRUSHED STONE BASE COURSE= 0.14 per inch
[bookmark: _GoBack]UNTREATED GRANULAR MATERIAL = 0.10 per inch
LIME TREATED MATERIAL = 0 (No credit given for treatment of design soil prism)

